Bondar-Clegg, Inc. .
12980 West Cedar Dr., Geochemical
ewood, Colorado 80228 . Lab Report

(33) 989-1404 )
- BONDAR-CLEGG

BROHK MINING CORP.
MR, JIN BARRON
P.0. ROX 485

DEADKOCDs SI
37732




- Clegs, B Geochemical
12980 West Cedar Dr.
1 skewood, Colorado 80228 g Lab Report

(3) 989-1404

. BONDAR-CLEGG
REPORT: 098-1558 ( COMPLETE ) | | REFERENCE INFO: NONE LISTER
CLIENT? RROHM MINING CORF. SUBMITTEDR RY: J, BARRON
PROJECT: NONE LISTER DATE PRINTER: 21-DEC-88
NUMRER OF LOKER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOR
i Au Gold 44 0,002 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
I DRILL CORE 44 2 -150 44 Assay Prep 44
Excessive Wetness B71
Samrle Pickur 1
REMARKSY FINAL RESULTS ARE REPORTED.
REPORT COPIES TO: MR. JIM RARRON INVOICE TO: MR. JIM RARRON

MR JI4 RARRON




Rondar-Clegg, Inc. Geochemical
12980 West Cedar Dr.
Lakewood, Colorado 80228 % Bc Iﬂb Rep()l't
(3 989-1404 _
- BONDAR-CLEGG
REFORT: 098-1558 ' PROJECTS NONE LISTER PAGE 1
SAMPLE ELEMENT Au SAMPLE ELEMENT Au
NUMBER UNITS OPT NUMBER UNITS orT
D2 RBB-517-835-840 0.008 [i2 R8B-517-835-840 0,013
D2 RBB-517-440-445 0.02 D2 RBB8-517-840-845 0,006
D2 RB8-517-845-650 0.011 D2 RB8-517-845-850 0.008
[2 RBB-517-450-455 0,012 N2 RBB-517-850-855 0,010
D2 RBE-517-635-440 0.011 02 RB8-517-855-840 0.011
D2 RBB-517-640-445 0,022 D2 RB8-517-B&0-B4S 0,007
D2 RBB-517-645-670 0,038
D2 RBB-517-670-475 0,007
D2 RBB-517-675-480 0.020
D2 RBB-517-4B0-485 0,015
[2 RBB-517-483-490 0,012
I2 RBB-517-490-495 0,023
D2 REB-517-495-700 0,073
D2 RBB-517-700-705 4,018
D2 REB-517-703-710 0,010
D2 RBB-517-710-715 0,005
D2 RB8-517-715-720 0,017
D2 RBB-517-720-725 0,015
D2 RB88-317-725-730 0.017
02 RBB-517-730-735 0,011
D2 RBB-317-735-740 0,044
D2 RB8-517-740-745 0.020
02 RBB-517-745-750 0,012
02 RBB-517-750-755 0,015
D2 RBB-517-735-740 0,015
D2 RBB-517-760-743 0,030
D2 RBE-517-745-770 0.047
D2 RBB-517-770-775 0,147
D2 RB8-517-775-780 0,127
D2 R8B-517-780-783 0,580
D2 RBB-517-785-790 0,013
D2 RBB-317-790-795 0.015
D2 R88-517-795-800 0,008
D2 RBB-517-800-805 0,008
02 REB-517-805-810 0,008
12 RE8-517-810-815 0,003
D2 RE8-317-815-820 0,005
02 RB8-517-820-825 0,005
02 REB-517-825-810 0.004

02 RBB-517-B830-835

0,005




BROHM MINING CORP.
MR, JIM BARRON
.0, BOX 483
READWOODR, SD

e e R Xy
87732

Invoice

Nate

Rerort No
Frodect
Reference:

Bom'cm' lm.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

1 -23-<DEC-88

NONE

v 098-1558
¢ NONE LISTED
: LISTED

'53 Analuses of Gold
Subtotal

Samrle Prersezration
446 Samrles of Assay
871 Samples of Excess
1 Bamrele of BSampele
Subtotal

Miscellaeneous Chardes

4% 8.0 STATE Sa
2% DEADWOODR CITY

Subtotasl

at ¢ 0.15
at #12.00

Fregs
ive Wetness
Fickus

LES TAX
SALES TaAX

Invoice Total:d

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

& om W

292.00
2992.00

138,00
130,60
12.00

280 .60

Y39
4.69
14.08

W

%

$

292.00

14.08

© o sy o
e3.73

o U.8,



Bondar-Clegg, Inc.

* 12980 Wt Cedar Dr.
Lakewdod, Colorado 80228
(303!9894404 :

r

Geochemical
Lab Report

BROHM MINING CORP.
MR. JIN BARRON
F.0, BOX 483
DEADWOODs S
37732




Bondar-Clegg, Inc. Ceockeniseal
* 12980 Wt Cedar Dr.

Lakewsod, Colorado 80228 Lab Report

(303) 989-1404 .

. BONDAR-CLEGG
REPORT: 098-1409 ( COMPLETE ) | REFERENCE INFO: NONE LISTEDR
CLIENT: BROHM MINING CORP, SUBMITTED RY: J. BARRON
PROJECT?: NONE LISTER DATE PRINTER: 21-DEC-88
NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOR
1 A Gold 14 0.002 OFT Fire Assau
SAMPLE TYPES NUMRER SIZE FRACTIONS NUMBER SAMPLE FREFARATIONS NUMBER
D DRILL CORE 14 2 -150 16 Assay Prep 16
Excessive Wetness 370
Samrle Pickur 1
REMARKS: FINAL RESULTS ARE REPORTED.
REPORT COPIES TO: MR. JIM BARRON INVOICE TO! MR. JIM RARRON

HR. _TH BARRON




Bondar-Clegg, Inc.
* 12980 Wikt Cedar Dr.

B

Geochemical

r.""'"""-—-r--.....,“__‘«_’

I

Lakewdod, Colorado 80228 Lab Report
(303)989-1404 .
BONDAR-CLEGG
| REPORT: 098-1609 | PROJECT! NONE LISTED PAGE 1
SANPLE ELEMENT  Au
NUMBER UNITS  OFT
D2 RE8-517-865-870 0,017
D2 ReB-517-870-875 0,028
D2 R88-517-875-880 0,008
02 REB-517-880-D8S 0,014
D2 RBB-517-885-890 0.010
D2 RBB-517-890-895 0,016
D2 RE8-517-895-900 0,017
12 REB-517-900-905 0,007
D2 RES-517-905-910 0,002
02 RBG-517-910-915 0,003
D2 R8S-517-915-920 €0,002
D2 R88-517-920-925 0,002
D2 RE8-517-925-930 0,007
02 RBB-517-930-935 40,002
D2 R8E-517-935-940 40,002
D2 RB8-517-940-945 0,002
g}
BEOHW Winime cor

Ji

R war
S ——————
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BROHM MINING CO.




BS

BROHM MINING

BEATIWOON s

Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228

Invoice

Date

0F8-1409

Rerort
Fradect

N s &P o -y % = <
Feference:’

Ansluses

Subtotazl

FPreraration
Bameles
Samples Excesslve
Suirtotel

Miscellaneous Charsgses

DEADWOO CITY
Suptotal

$ X.00
$ 0,10
$12.00

Total?l

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

@ B oae W s

R



hond;r-Clegg, Inc. ) .
12980 West Cedar Dr. Geochemical
Lakewood, Colorado 80228 I ,ab Rep( Dl't
(303) 989-1404

BROHM MINING CORF.
MR+ JIM BARRON
PO, BOX 485

DEADWOODRs SR
37732
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Bondar-Clegg, Inc. Geochemical

12980 West Cedar Dr.

Lakewood, Coforado 80228 Lab Report
BONDAR-CLEGG

(303) 989-1404

REPORT: 098-1549 ( COMPLETE ) | I REFERENCE INFQ! NONE LISTER
CLIENT: BROHM MINING CORF, SUBMITTEDR RY: !, RARRON
PROJECT? NONE LISTED DATE PRINTED: 21-DEC-88
NUMBER OF LOWER
QRDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 A Gold 37 0.002 OPT Fire Assay
SAMPLE TYPES NUMRER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
I DRILL CORE 37 2 -130 37 Assay Frep 37
Samrle Pickup i

REMARKS: FINAL RESULTS ARE REPORTED.

REFORT COPIES TO! MR. JIM RARRON INVDICE TO? MR. JIM BARRON
MR. JIM BARRON




_ o
L‘ndaraegg Inc. -

: Geochemical
12980 West Cedar Dr.
Lakewood, Colorado 80228 Lab Report
(303) 989-1404
BONDAR-CLEGG

REFORT: 098-1549 (AEEOJECT: NONE LISTER PAGE 1

SAMPLE ELEMENT Au

NUMBER UNITS  OPT

D2 RE8-517-0-5 0,048

D2 R88-517-5-10 0,019

12 R88-517-10-15 0,012

12 R88-517-15-20 0,004

12 RB8-517-20-25 0,006

I2 R88-517-25-30 0,005

D2 R88-517-30-35 40,002

D2 R88-517-35-40 0,004

12 R88-517-40-45 0,002

12 RE8-517-45-50 40,002

12 R88-517-50-55 0,004

12 RE8-517-55-40 40,002

D2 R88-517-40-45 0,003

12 RE8-517-45-70 40,002

12 R88-517-70-75 0,002

D2 RB8-517-75-80 0,002 N ]

D2 R88-517-80-85 0,011 BHOHW WIiKin@ CO

12 R88-517-85-90 0,009 -

D2 R88-517-90-95 0,007 ‘ |

12 RE8-517-95-100 0,007 { _\!

12 RE8-517-100-105 0,004 (|| f.

D2 R88-517-105-110 0,003 R

D2 R88-517-110-115 0,007 “

D2 RE8-517-115-120 0,017

12 RE8-517-120-125 0,010

D2 R88-517-125-110 0,016

D2 R88-517-130-135 0,012

12 RE8-517-135-140 0,025

12 RE8-517-140-145 £0,002

D2 R88-517-145-150 0,029

D2 RE8-517-150-155 0,012

D2 R88-517-155-140 0,010

D2 RE8-517-160-145 0,013

12 RE8-517-145-170 0,019

D2 RE8-517-170-175 0,018

D2 R88-517-175-180 0,018

D2 RE8-517-180-185 0.018




I E@EHM@U
DEC 2 71988

BROHM MINING CO.




PP IR TV .. GO T <bteimrtnai ML o iU N T g Zhondddd S A b

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

-’ (303) 989-1404
Invoice H 13470 Fafe 1
BREOHM MINING -CORF.,
MR. JIM BRARRON Daete 23-DEC~-88
F.0. BOX 485
DEADNWOON. &D Rerort Noi: (098-1549%
97732 FProdect ! NONE LISTED
Reference! MNONE LISTED
V AAL
fxﬁak? Analeeses of Gold at $ 4.50 ¢ 240.%0
> Subtotal $  240.%50 240,50
Samele Frerasrvetion
37 Samrles of Assaw Frepe at % .00 % 111.090
A samrle of Samrle Fickur at $12.00 % 2+00
f Subtotal ! $F 123.00 123,00
Miscellaneous Chardes
4% S.0. STATE SALES TAX $ 2.44
2% DEADWAOD CITY SALES TaX $ ) [P s
§

Subdtotal

Invaice

Totald

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

Geld

N -

368.48

WeGe



Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

-~
.

Geochemical
Lab Report

BRONM HINING CORF.
MR, JIN BARROM
F.0. ROX 485

NEARWOODs SR
37732




Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr.

Lakewood, Colorado 80228 . B Lab Report
(303) 9894404 .

e BONDAR-CLEGG
REPORT: 098-1553 ( COMPLETE » ] I REFERENCE INFO: NONE LISTEDR AAJ
CLIENT: BROHM MINING CORF. SURMITTER RY: J. RARRON
PROJECT: NONE LISTED DATE PRINTEDR: 14-DEC-88
NUMBER OF LOWER .
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOR
1 Au Gold 18 0.002 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
I DRILL CORE 14 2 ~150 14 fAssay Prep 18
Samrle Pickur i
REMARKS: FINAL RESULTS ARE REPORTED.
REFORT COPIES TO: MR, JIM RARRON INVOICE TO: MR. JIM RARRON

MR. JIM RARRON




Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr.

Lakewood, Colorado 80228 " E Lab Report
(303) 989-1404

Yo BONDAR-CLEGG
REPORT: 098-1553 I PROJECT: NONE LISTER PAGE 1 AAJ
SAMPLE ELEMENT Ay
NUMBER UNITS OFT
02 R8B8-517-185-1%0 0.032
N2 RBB-517-190-195 0,010
N2 RB8-517-195~200 0,018
02 RBB-517-200-205 0,013

) = =&
D2 RB8-517-205-210 0,018
D2 RBB-517-210-215 0,038
D2 R88-517-215-220 0,033
D2 R88-517-220-225 0,027
[2 RBB-517-225-230 0.012
D2 RB8-517-230-235 0,002
N2 RB8-517-235-240 0,004
02 RB8-517-240-245 0.004
[12 RB88-517-245-2350 0,008
N2 RkBQ-517-250-255 0.115
N2 Re8~517-235-240 0,033
D2 RBB-517-260-245 0.008

P

g——— Y

=
R i B
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A
- ‘ Bondar-Clegg, Inc.
12980 West Cedar Dr.
N Lakewood, Colorado 80228
_ SEEPSR (303) 989-1404
BONDAR-CLEGG .
" - l

4

Invoice ‘ 12414, Fedge 1
RROHM MINING CORF.,
MR, JIM BARRON Nlate
P.0. ROX 487
READWROR, &0 Rerort Noi 0928-13053
$72732 Frodect NONE LISTED
Referencet: NONE LISTEDR

s

15~DEC-88

rn v

, NAS fnaluwses of Gold at ¢ 6.50 % 104.00
S/ I ¥

{ A Subttotazl ¥ 104,00 § 104,00

Samrle Frerparation
16 Szmrles of Assaw Prer at ¢ 3.00 % 4
1 Samele of Semrle Pickus at $12.00
Subttotal % £0.00 S 50.00

ko

O

2 b3 B
>

Miscellaneous Cherges
4% S.0. STATE SALES TaAX
2% DEADWOOD CITY SALES TAX

o

Subtotal $ 2.64
Invoice Totalt $ 166.64 .5,

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED



Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

—

B

BONDAR-CLEGG

Geochemical
Lab Report

BROHM MINING CORF.
MR+ JIN BARRON
F.0. BOX 485
DEADMODORs SO

37732




Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr.
Lakewood, Colorado 80228 Lab Report

(303) 989-1404 e '
- BONDAR-CLEGG
REPORT: 098-1555 ( COMPLETE » ‘ REFERENCE INFO: NONE LISTER
CLIENT: RROHM MINING CORF. SUBMITTED RY! J. RARRON
PROJECT: NONE LISTEDR DATE PRINTEDR: 14-DEC-88
NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHODR
1 A Gold 14 0.002 OPT Fire Assau
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREFARATIONS NUMBRER
D DRILL CORE 14 2 -150 14 fAssay Prep 14
Samrle Pickur 1
Excessive Wetness 209
REMARKSY FINAL RESULTS ARE REPORTER.
REPORT COPIES TO! MR. JIM RARRON INVQICE 7O} MR. JIM RARRON

KR, JTH_BARRON




Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr.
Lakewood, Colorado 80228 Lab Rep()l't
(303) 989-1404 . -
e BONDAR-CLEGG
REPORT: 098-1555 PROJECT: NONE LISTED PAGE 1 J l
1

SAMPLE ELEMENT Au

NUMBER UNITS oPT

N2 RBB-517-565-570 0.010

D2 RB88-517-570-575 0.014

N2 RBB-517-575-580 0.025

D2 RBB-517-580-585 0,022

D2 R88-517-385-390 0.00¢%

N2 RBB-317-590-595 0,014

(12 R88-517-595-400 0.074

N2 RBB-517-600-405 0,048

02 RB8-517-405-410 0,040

N2 RBB-517-410-515 0,028

D2 R8B-517-615-620 0,038

N2 R88-517-620-425 0,052

N2 RBB-517-625-430 0.023

0,012

02 RBB-517-620-635

P e
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Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

. ~
g - ; .

Invoice : 13413» Fage 1

—

IROHNM MINING CORP.
MR, JIM BARRON late ¢ 15~-DEC-88

103X 4835

s SD Rerort No! O0PB-15%
FProJdect i NONE LIS
Referencel NONE LI

™ Anazlyses of Gold et ¢ 4.350 % ?1.900
Bubtotal $ 21.00 $ 1,00
Samerle Prerarvation
14 Samrles of fAssaw Prep at
1 Sample of Samrle Pickur atl
20% Samrles of Excessive Wetness at
Suittoteal

42,00
12.00
3133

85.35 ¢

RN R R

= @ B
15
i
<
Ul o
W G oem w

Mizcellaneous Chardges
4% S.Ity, STATE SALES TaAX
27 DEADWOOD CITY SALES TAX

e
*
) b B

5
o s P
-

00 Ly W

ot

Subtotal % . 4,28

Invoice Total: $ 180,83 U8,

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED



Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado §0228
(303) 989-1404 . -

Geochemical
Lab Report

BROHM MINING CORF.
MR, JIN BARRON
P.0. BOX 485
READKQODs SD
37732




Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr.

Lakewood, Colorado §0228 Bc Lab Report
(303) 989-1404. .

. BONDAR-CLEGG
REPORT: (98-1554 ( COMPLETE ) I REFERENCE INFO: NONE LISTED
CLIENT! BROHM MINING CORP. SURMITTED BY: J. RARRON
PROJECT? NONE LISTER DATE PRINTER: 14-DEC-88
NUMRER OF LOKER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 fu Gold L] 0,002 OPT Fire Assay
SAMPLE TYPES NUMBRER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMRER
I DRILL CORE 40 2 -130 &0 Assay Prep &0

Samrle Pickur 1
Excessive Wetness 1359

REMARKS: FINAL RESULTS ARE REPORTED.

REFORT COPIES TOP MR, JIM BARRON INVOICE 70! MR. JIM RARRON

HR. JIH RARROH




Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr.
Lakewood, Colorade.§0228 B Lab Report
(303) 989-1404.
. BONDAR-CLEGG
REPORT: 098-1554 FROJECT: NONE LISTED PAGE 1
SAMPLE ELEMENT Au SAMPLE ELEMENT Au
NUMBER - UNITS orT NUMBER UNITS OPT
D2 RB8-517-265-270 0,013 12 RB8-517-445-470 0,020
02 RBB-517-270-275 0,030 02 RB8-517-470-475 0,027
D2 RB8-517-275-280 0,052 02 RBB-517-475-480 0,031
D2 RE8-517-280-28% 0.028 D2 RBB-517-480-485 0,032
N2 RBB-517-285-290 0,028 B2 RB8-517-485-490 0.023
D2 RBB-517-290-295 0,020 N2 RBB-517-490-495 0,024
D2 RB8-517-295-300 0,038 02 R88-517-495-500 0.084
2 RBB-517-300-305 0,024 02 RBB-517-500-505 0.051
D2 RBB-517-303-310 0,049 D2 RB88-517-505-510 0.087
D2 RBB-517-210-315 0,045 D2 R8B-517-510-515 0,119
02 RB8-517-315-320 0,064 p2 RB8-517-515-520 0,081
D2 RBB-517-320-125 0.157 D2 R88-517-520-525 0,030
02 RBE-517-325-330 0.021 02 RB8-317-525-530 0,042
02 RBE-517-330-315 0,022 [2 RBB-517-530-535 0,044
D2 RB8-517-335-340 0,033 D2 RBB-517-335-340 0.021
D2 RBB-517-140-345 0,017 N2 RB8-517-540-545 0,033
D2 RB8-517-345-350 0.009 D2 R88-517-545-550 0.053
D2 RBB-517-250-355 0,004 D2 RBB-517-550-553 0.040
D2 RB8-517-335-340 0.027 D2 RB8-517-555-560 0.017
D12 R88-517-360-365 0,011 02 RBB-517-580-545 0,012
02 RBB-517-345-370 0.007
D2 RBB-517-370-373 0.012
D2 RB8-517-175-380 0.014
02 RBB-517-380-385 0,015
02 RB8-517-385-3%0 0,020

02 RBB-517-390-393
02 REB-517-395-400

"2
ol

<
-0

-

Al
Do O oo
-

[ = e~
[=d

D2 R8B-517-400-405 2
02 RB8-517-405-410 013
D2 R8B-517-410-415 022
D2 R88-517-413-420 0.024
02 RB8-517-420-425 0.019
D2 RB8-517-425-410 0.048
12 RBB-517-430-413 0.047
D2 RB8-317-435-440 0.183
D2 RB8-517-440-445 0.124
D2 RBB-517-443-450 0,074
12 R8B-517-450-4535 0,030
02 RB8-517-435-440 0.014

02 RBE-517-460-445

0,016




) ;@EWE@

BROHM MINING CO.




Invoice

RROHM WINING CORF.
MR: JIM EBARRON
F.0, ROX 485
NEADUWOAOD. 8D

LA ]
37732

tate

Rerort
Frodect
Reference

o

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

¢ 13429

(303) 989-1404

!t 18-DEC-88

y 098-1504
¢ NONE L

-
wh

I
MOME LIS

TER

TED

40 Anzluses of Bold
Subtotazl

fe3]
pre
e

o
LA
]

Camwle Prerarestion
60 Samples of Assaw Prer
1 Samele of Sazmrle Fickur
1359 Samrles of Excessive Wetness
Subtotal

at ¢ 3.00
et $12,00
at ¢ 0,15

Miscelleneous Cherdes

4% S.0. STATE SALES TAX
2% DEADVMOOD CITY 8SALES TAX

Subtotasl

Invoice Totald

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

o

WO R

o o

3¢0.00
390,00 3

s

Lo )

g D e IO

0n by O
- * -
R =)
TRL

e

d B3

13.43

A .79
Ge Ja

20.15 #

390.00



NTITLE 21-12-88 14:59:02 ©898-~1549
"CLIENT BROHM MINING CORP.
"PROJECT NONE LISTED #SAMPLES:
"SPECIAL VALUES"

" IS Insufficient Sample"

" -9 No Value Recorded"

" Values above the upper limit are
" Yalues below the lower limit are
"DETERMINATIONS"

J. BARRON

37 REFERENCE:

shown as
shown as

" ELNAME METHO ECO UNI #SAM LOLMT UPLIMT

" 21 Au Fa OPT
"SAMPLE PREPSY
" 49 SAMPLE TYPE=D DRILL CORE

" 41 P17= 37
" 42 P23= 1
"REMARKS"

" 50 FINAL RESULTS ARE REPORTED.

LY o e w1l

"FORMAT (A8,1X,A1,A1,1X,A20,1(1X,A7

Assay Prep
Sample Pic

kup

»AL) )"

37 ©0.002 98.999

+uplimt"
-lolmt

COMMENTS"

p2/12/88"

NONE LISTED

{ie not detected)"

Results Reported "

"BEGIN " "Type" "Frac" "Sample ID" " Aut 7
"15499801" "p" 2" “"R8B~517-8-5 " 0.048— >
"1549@902" "p" "2" "R8B~-517-5-10 " @.019

"15490003" "D" "2" "R88~517~-10~-15 " @.812

"18490004" "D" Y2" YRBB~517-15-29 " .004

“1549@905" "D" "2" "R8B8-517-20-25 " @.006

"1%499906" "D" "2" "R8B~517-25~30 " 9.005

“"1549@07" "p" "2" "R88-517-30-35 " ~-@0.002

"15490@08" "pv "2" "REB~-E17-35-40 " 0.004

"15490008" "D" "2" "R88-517-40-45 " $.003

"1549@¢019" "p" v2" "R8B~-H517-45-50 " ~9.002

"1549@012" "D" 2" "R8B-517-50-55 " 0.004

"15490613" "p" "2" "R8B-H17-55~60 " -0.0082

"1549@814" "p" "2" "REB~-51LT7-E0-65 " 6.003

"1549@915" “p" "2" "R8B~-H1V-E65-70@ " ~-0.002

"15496016" "D" "2" "R88~517-T70-~75 " B.002

"i1549@@e17" "pv n2" Y"RE8~517~75-80 " -0.0092

"15499@18" "p" "2" “R8B~-H17-88-85 " @.011

“15499019" "p" "2" “"R88-~517-85~90 " 2.009

"1549@029" “p» "2" Y"REB-BE17-98-95 " .007

“"i549¢921" “p* "2" "RB8~-E17~95-~100 " .007

"1549@@22" "p" "2" "R88-517~-100-105 " Q.004

"15490923" "b" "2" "RB8~517~-105-110 " 9.003

“1549@@24" "p" "2" "RBE~517-110~-115 " .607
"1549@@25" -"p" "2 Y"REB~-517-115~128 o 2.017

"1549@¢928" D" "2" "RBE~H1T7-120~125 " 9.010

15499927 "pv "2" "RB88-~517~-125~139 B @.216

"1549@p28" "p" "2" YR8B8-517-136~135 " p.012

"1549@9029" "p" "2" "RE8-517-1365~140 " @.025— 1386~ |So
"154%0030" "D" "2" "RB88-517-140-145 " -0.002- '
15490931 "p» "2" "R8B-517-145-150 " P.029 — |SQ,,0/3
"15490032" vp" "2" "R8E~B17~150-~155 " B.2812 T
"15496633" "p© 2" "REB-517-155~1609 " ®.010

"15490034" “p" V2" "R88~517~-160-165 " @.013

11549¢035" D" "2% "RBB-517-~165-~170 " ®.019

"1549@837" "p" "2" "R88~-517-170~-175 " ®.018

“15499@38" "p" "2" "R8B-517-175-180 " 2.038 — 3FSC-190
"15490638" "p" "2" "R8B~-517-~180~-185 " ®.018 - \
“ENDM 1< G .0o29



"TITLE 14-12-88 13:36:20 098-1553
"CLIENT BROHM MINING CORP.

"PROJECT NONE LISTED

"SPECIAL VALUES"
" IS Insufficient Sample"

" -9 No Value Recorded"

" Values above the upper limit are
" Yalues below the lower limit are
"DETERMINATIONS®

" ELNAME METHO ECO UNI #SAM LOLMT UPLIMT
16 @0.002 93.998

" op1 Au

FA

"SAMPLE PREPS"

" 40 SAMPLE TYPE=D
41 P17=
" 42 P23=

"REMARKS"

16

1

#SAMPLES:

oPT

DRILL CORE
Assay Prep
Sample Pic

" 56 FINAL RESULTS ARE REPORTED.

1% ok % o 11

J. BARRON

16 REFERENCE:

shown as
shown as

kup

"FORMAT (A8,1X,A1,AL1,1X,A28,0(1X,A7,82))"

"BEGIN "
"15530001"
"15530002"
"18530003"
"15530004"
"15530006"
"15530007"
"15530088"
"15530009"
"15630010"
"15630011"
"15530012"
"15530813"
"15530014"
"15530015"
"15530016"
"15530017"
IIENDII

IITypeH

HDH
IIDII
HDII
IIDlI
HDII
|IDH
IIDH
I|DII
IIDI‘
lIDlI
||DII
IlDlI
IIDII
IIDII
IlDII
llDII

+uplimt"
~lolmt

COMMENTS™

85/12/88"

MONE LISTED

(ie not detected)"

Results Reported "

el

[F5- /90
"Frac" "Sample ID" . ) S @ 029
npn YREE-517-185-190 " 0.032 —
npn MREE~517-190-195 " ?.010
nou NREB-~517-195-200 " 0.016
Hpn NREE~G17-200~205 n 0.013
npn R8E~B17-205-210 " 0.016
HpU NRBB~517-210-215 L ¢.038 — 2e-225%
npH MREE-B17-215-220 " 0.035— —
npn WRBB-517-220-225 " 0.027— ISe 033
npn IRBE~517-225-230 T 0.012
npn MREBE~517-230-235 " 0.002
Hgn VREB-B17-235-240 " D.004
npu URBB-517-240-245 " 0.004
Hpn WRBB-B17-245-250 " 0.006
non RBB~517-JB0-255 m G.115 — 2 50- 3006
npn MREE-B517~255-260 X 0.033 —
Hpn NRBE~517-260~265 " 0.006 -~ qo’& DAk



"TITLE 14-12~-88 08:29:19 098~1554
"CLIENT BROHMM MINING CORP.
"PROJECT NONE LISTED #SAMPLES
"SPECIAL VALUES"

" IS Insufficient Sample"

" -9 No Value Recorded"

" Values above the upper limit are shown as
" VYalues below the lower limit are shown as

"DETERMINATIONS™

J. BARRON

6@ REFERENCE:

+uplimt®
~lolmt

" ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS"

" 91 Au FA OPT
"SAMPLE PREPS"
" 4@ SAMPLE TYPE=D
"41 Pl7= 60

DRILL CORE
Assay Prep

Excessive Wetness

" 42 P23= 1 Sample Pickup
" A3 P64=1359
"REMARKS"

" 50 FINAL RESULTS ARE REPORTED.

% W % % 11

"FORMAT (A8,1X,A1,A1l,1X,A20,1(1X,A7,

"BEGIN " "Type" "Frac"
"15540001" "D" "2"
I|1554®®02H ||DH. |I2Il
"15540003" "D" "2
"15540004" D" 2"
"15540005" "D 2"
II1564®@®7|I I|DII I|2“
"15540008" "D" "2
"15540009" "D" 2"
"1554@010" "D" "2"
"1554@011" “p" 2"
"15540012" "p" "2"
"15540013" "pv "2"
"15540014" “D" 2"
“1554@@15“ IIDII II2||
"1554@016" "D" 2"

“"Sample ID"

"R88~517~265~270
“"R88~517~270~-275
"R88-517-275-280
"R8B~517-280~285
"R88~517-285-290
"R88~517-290~295
"R88~-517-2956~300
"R88~517~300~305
"R88-517-305~310
"R88~517~310~315
"R88~517-315-320
"R8B~B17-320~325
"R88~517~-325~330
"R88~517-330~335
"R88~517~335~-340

Al))”

1

=3

Aull
%.013—
2.030 —
0.052 —
2.028 —
B.026 —
0.020 —
@.038—
.024—
.049 —
045 —
064 =
0.157 —
.021 ~—
0.022—=
3,055

=

S S e

(ie not

e5/12/88"

NONE LISTED

60 0.002 99.999 Results Reported "

250 ~34¢

detected)"

90'@ 044

"15640917" “D" "2
"15540018" "D" "2"
”15540@19” |IDII II2|I
"16540020" “D" "2"
I|1554®021|| I|D\Il ||2||
"16640022" "D" "2"
|I15540@23|I IIDII ll2||
"16540024" "D" "2"
|I1554®®25“ lIDH Il2||

"R88~517~340~345
"R88~517~345-350
"R88~517~350~355
"RB8~517~355-~360
"RB88~517-360-365
"RB8~-517~365~-370
"R88-517-370-375
"R88~517-375~380
"R88-517~-380~-385

®.017
%.009
0.004
Q.027 ==
®.011
0.007
2.012
@.014
D.015

15548926 vpn nn
158546027 vpuv nan

"R88~517-385~-390
"R88~517~390~-396

@.020 "
D.023 7

2g<S - 39¢

[0'@ 022

|I15540028II IIDII |I2I|
"15540029" “Dv 2"
I|1554®®30II IIDH |I2II

"R88~517-395~-400
"RB88~517~400~-405
"R88~517-405-410

®.008
~-3.002
®.013

"15540032" "p" 2"
"15640033" “p" 2"
"15540034" "D 2"
"15540035" "D" "2"
"15540036" "p" 2"
"15540037" "p" 2"
"15540038" "pv 2"
"1554@039" "D» 2"
"15540040" "p" "2"
II1554®041II |IDII ||2||
“1554@@42” HDII 1|2”
"15640043" “p" 2"
Il1554®®44|| IIDII IIZII
|I1554®®45H IIDII I|2II

"R88~-517~418~415
-‘"R88~517~-415~420
"R8B~517~420-425%
"R88~517-425-430
"R88~-517-~-430-436
"R88~517-435~-440
"R88~517~440~448
"R88~-517-445~460
"R88~517-450~455
"R88~517~4655-460
"R88-~-517~-460-465
"R88~-517~465~-470
"RB88~-517~470~475
HRE8R~517-475-480

.022 —
0.026 —
.019~

02.048 —
D.047 —
®.183
©.124
.074
9.030
2.014
®.016 —

®.020 —
0.027 —
.031 —

IARER

F10 - 555

ﬁ?§'2>,057

\.



"15540046"
"16540047"
"15540048"
"15540048"
"1554005%0"
"15540051"
"15540052"
"15540053"
"15540054"
"15540055"
"15540057"
"15540058"
"15540059"
"155400060"
"15540061"
"15540062"
"155640063"
"END"

IIDII
IIDII
IIDII
IIDII
IIDII
llDll
IIDII
IIDII
IIDII
llDll
IIDII
IIDII
IIDII
IIDH
IIDII
HDI|
IIDlI

I|2II
ll2||
|l2||
I|2|I
||2!|
l|2||
||2|l
II2II
Il2l|
l12(l
lI2|l
||2ll
I|2II
ll2|l
I|2|I
II2II
||2H

"RB8~517~-480-485
"R88~517-485-480
"R88~517-490-495
"R88~517~-495-500
"RBB-517~500-505
"R88~517-585-510
"R88~517~-510~515
"R88-517-515~-520
"R8E~517~520~-525
"REB~-517~-525~530
"R88~-517-530-5356
"R88~517-536-540
"R88-517-540-545
"RB8-517~-545-559
"R88~-517-5560-555

"R88~517~-555-560
"R8B-517~-560~565




"TITLE i4—12—88 13:35:16 998-~1555 J.

"CLIENT BROHM MINING CORP.

"PROJECT NONE LISTED

"SPECIAL VALUES"

#SAMPLES :

" IS Insufficient Sample"

" -9 Mo Value Reco

rded"

" Values above the upper limit are shown as

" Values below the
"DETERMINATIONS"

lower limit are shown as

BARRON

14 REFERENCE:

" ELNAME METHO ECO UNI #SAM LOLMT UPLIMT
OPT 14 0.002 99.999

"8l Au Fa
"SAMPLE PREPS"

" 40 SAMPLE TYPE=D
" 41 Pl7= 14

42 P23= 1
" 43 P64= 209
"REMARKS"

" 50 FINAL RESULTS
% % % % 11

"FORMAT (A8,1X,Al,A
IIBEGIN " IITypell
"15650001" "p" 2"
"15550002" "D" 2"
ll1555®®®3l| IlDH ||2II
”1555@@04” IIDII II2|I
"15550005" "D" "2
"15550006" "D" 2"
"15550008" "p" 2"
II1555®®®91I IIDII I|2Il
"1555@010" "D" 2"
l|1555®®llll IIDII II2|I
"1565@012" "D" "2
1415550013” IIDII Il2||
"1555@014" "D 2"
||1555®@15“ IIDI’ ll2ll
"END"

"Frac"

DRILL CORE

Assay Prep

Sample Pickup
Excessive Wetness

ARE REPORTED.

1,1X,A20,1(1X,A7,A2))"
"Sample ID"

"R88~-517~565-570 "
"R8B-517~570~-575 "

e5/12/88"

NONE LISTED

+uplimt"
~lolmt (ie not detected)"
COMMENTS™"

Results Reported .

"
H
"

@‘2
Aull
0.010

2.014

"R8B~517~575~580 n
"RBB8~517~580-585 "
"R8B~517-585~590 "
"RBB8~517~59¢~595 o
"R88~517~595-600 L
"RBB-517-600-605 "
"RBB8-517-605~610 "
"R8B~517~610~615 L
"R8B-~517-615-620 "
"R8B~517~620~625 L
"R88~517~625~630 "
"R88~517-630~635 "

. o

0.025 —
0.022 —
2.009
@.014
0.074— @
0.068 —
0.040—
0.038 —
0.038 —
0.052—
0.023—
0.012—

535 -6Aas

=" 20/

e .032-



“TITLE 21-12-88 ©8:34:10 098-1558 J. BARRON @2/12/88"
"CLIENT BROHM MINING CORP. "

"PROJECT NONE LISTED #SAMPLES: 46 REFERENCE: NONE LISTED "
"SPECIAL VALUES"

" IS Insufficient Sample”

" -9 No Value Recorded"

" Yalues above the upper limit are shown as +uplimt"

" VYalues below the lower limit are shown as ~lolmt (ie not detected)"
"DETERMINATIONS"

" ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTSY

" 21 Au Fa OPT 46 0.002 99.999 Results Reported "
"SAMPLE PREPS"

" 4@ SAMPLE TYPE=D DRILL CORE "

41 P1T7= 46 Assay Prep "

" 42 P64= 871 - Excessive Wetness B

" 43 P23= 1 Sample Pickup "

"REMARKS"

“ 5@ FINAL RESULTS ARE REPORTED. "

T % % w1

"FORMAT (A8,1X,A1,A1,1X,A20,1(1X,A7,A1))"

"BEGIN " "Type" "Frac" "Sample ID" , L Au 73S -645
"15580001" "D" "2" “R88-517-635-640 " 0.008~ /
"1558@0002" "D" "2' "RE8-517-640-645 " 0.020— e 03z
"1558@0@93" "D" "2" "REB-517-645-650 " 0.011
N15580004" "D “2" "R88-517-650-655 L 0.012
"15583005" "D "2" "R88~517-655-660 " 0.011
"15580006" “D" "2" "R88-517-660-665 m 0.022 — GO - F0O
"15580007" "D" "2" "R88-517-665-670 " 0.036— ‘
"15580008" "D" "2' "REB~-517-670~675 " 0.007- '
"15580209" "D "2" "R88-517-675-680 " 0.020 — 40C 026
"15589@11" "D "2" "R88~-517-680-685 " 0.015-
"15580012" "D "2" "R88-517-685-690 " 0.012-
"15580013" D" "2" "REB-517-690-695 " 0.025 —
"15580014" D" "2" "R88-517-695~-700 L 0.073—
"1E580@1L5" "D "2" "R88-517-700-705 m ?.018
N15689016" "D "2" "R88-517-705-710 " 0.010
N15580QL7" "D "2" "R88-517-710~715 L 0.005
N15580018" "DV "2'" "R88-~517-715-720 L 0.017
"15580019" "D "2" "R88-517-720-725 " 2.015
"15580920" "D "2" "R88-517-725-730 " 0.017
"15589921" “D" "2" "R88-517-730-735 " 0.011
"15580922" "D "2" "R88-~517-735-740 L G.044— 735- 745
115580923" "DV "2" YRBB-517-740-745 g 9 629 ro0'® 032
"15580924" "D "2" "R88-517-745-750 " 0.012 -
"15580025" "D "2" "R88-517-758-755 L 0.015
"15580026" "D "2" "R8§~517~755-760 " 0.015
"15580027" "p" "2 "R8B~517-76@0-765 L 0.030—
"15580928" "D "2" "R88~B517~765-770 o 0.047— O - TS
N15580029" "D "2" "R88-517~770~775 " 0.147 — )
"15580030" "D "2" "R88-~517-775-780 L 0.127 — 2S'C Bz
"15580031" "D "2" "RB8-517-780-785 . 0.560 —
"15580@32" "D "2" "R8B-517-785-790 L 0.013
11558@@33" “D" "2" "R88-517-790~795 " 0.015
"15589034" "p" “2" "R88-517-795-800 n 0.008
"1558@036" D" "2" UREE-517-800-805 L 0.008
"15580837" "D "2" "R88~517-805-810 L 0.008
"15580938" "D "2'" "R88-~-517-810-815 g ®.003
"15580038" "D "2" "R88~517-815-820 n 0.005
"15580040" "D "2" "R88-517-820-825 " 0.005
"1558@041" "D" "2" "R88-~517-825-830 " 0.004
“15589042" Up" “2" YREB~517-830-835 " 0.005
"1558@043" "pD" "2" "REB-517-835-840 " 0.013

0.006

"15580044" "pv "2 "R8B~517-840-845 "



TTTIBDBURADT T U LT KB E~0D L/~ ~008

"1558¢046" "DV "2" "RB8~H17-850~855
"165809047" D" M2" "R88~5H17-855-860
"15580048" "D" "2" "R88-517~860~865
llENDII

Y.uds
@.010
®.011
@.007



"TYTLE 21~12-88 15:07:33 098~1609 J.
"CLIENT BROHM MINING CORP.
"PROJECT NONE LISTED HSAMPLES::
"SPECIAL VALUES™ ‘

IS Insufficient Sample"

" ~9 No Walue Recorded?

" Values above the upper limit are
" Values below the lower limit are
"DETERMINATIONS!

" ELNAME METHO ECO UNI #SAM LOLMT UPLIMT

BARRO

shown as
shown as.

91 Au Fa OPT 16 9.002 99.998
"SAMPLE PREPS"

" 49 SAMPLE TYPE=D DRILL CORE

41 Pl7= 16 fssay Prep

" 42 P64= 370 Excessive Wetness

" 43 P23= 1 Sample Pickup
"REMARKS"

" 50 FINAL RESULTS ARE REPORTED.

Y % % A 1t

"FORMAT (AB8,1X,A1,A1,1X,A20,1(1X,A7,A2))"

"BEGIN " "Type" "Frac!" "Sample ID" "
“16990001" D" "2" "R8B~-517~-865-870 "
“"1609@0002" "D" "2" "RB8~-517-87@-875 "
“l16090003" "D" "2" "RB8B-517-875-880 "
“"16990004" "D" "2" "RB8~517-880-885 "
"16086005" "D "2" "R88-517-885-890 "
“"i16090006" "D" "2" "R8B~517-890-895 "
16090007 "D" "2" "R88~-517-895-900 "
“"16090008" "p® "2" "R88~517-900~3905 "
"16090009" "D" "2" "R88~-517-905-910 "
"l609@010'" “D" "2" "RB88~517-910-915 "
“l16990012" "D" "2" "R88-517-915-920 "
"16090013" "p" "2" "R88~-517-920~925 "
"160906014" DY 2Y "REB-517-925-930 "
“16090915" "pv v2" "RB8~517-938-935 "
"1699@¢@16" D" "2" "RB8~517-935-94@ "
“"leB9e@l7" "pv "2" "R88~517-949~-945 "
IIENDH

-1

N

16 REFERENCE:

!

B o~ i~ R o R R S R I ]

[

= S

ea/12/88"

NONE LISTED

+uplimt”
~lolmt {(ie not detected)"
COMMENTS™

Results Reported "

Aull
.017
.028—
.008
.014
.10
.016
.017
.07
.002
L003
.002
L002
.007
.002
.002
0.002
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-0 - x - ~
5 s °32 3 - 5 : é S ROCK TYPE MINERALOGY, ALTERATION, TEXTURES, mm“. minates Lxes ASSAY
_" o 3 . a i j GARAN 8128, FRAAGMENT SIZE Veiany, .!ooluoa'ﬂ ' Ao Ay
| o-S F-I(,(, O = 3D ‘F/LA, o - ?D Ox r =>& _
20-2%
Ty (20-T0  TRATE FoPpuyPq
s -S>
2 -75
el Pe _170-)20 PPEAMBREAN Scl(sT 90-=TY5 Sv.cpe /3% £S5,
5’/00 ¥ <
120-128
o Tep 2o - |24 TRAcaTe ?:;Bg.‘uﬁpq
hl Fo L34 - /6D PRECAMBRAN SevllsT (125~ 295 ) 3-fleS,
145-{50 v
| ——
] [ Tho 60 = (85 TEAHYTE FLENLILy
|
| 170 <175 '




. A

Contractor

Logged dY:

DRLL CUTTING LOO

Coordinates : Project - Hole No. 128/5’ - 35 7
Drill Type Casing Depth State Shoet_Z;o'_.__
Hole Size Bearing inclination Date Started Property
Collar Elev. Final Dopth Date Completed Hole Surveyed
- GRAPHIC LOGS A GEOLOGIC NOTES
L~ : ::::u- 3 o -
TRALTERATION: i 28 5 | BRI 88 | @ DESCRIPTION MINERALIZATION
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' |
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Contractor

Coordinates Project . Hole No. £EE - 517
Drill Type Casing Depth State snm?_.o!
Hole Size Bearing inclination, Date Started Property
Coller Eleov. Fina! Deoth Date Completed Hole Surveyed
. GRAPHIC LOGS caTion GEOLOGIC NOTES
QU 1 We vy
£ SIALTERATION; trove) & & g § "FIREE: DESCRIPTION MINERALIZATION
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